
Sample   Name : xilaomi cylinder bax

Model  No. :-

Sample   Model 1-

Sample  Received  Date :2023-05-15

Sample  Tested  Date :2023-05-22

Test  Requested :As specified by dlient ,to determine the Bis phenol A contentin the submitted

samples

Test  Result(s) :Please  refer to the following  page(s).

This repor is considered invalidated without the Special Seal for  Inspection of the  Belde  (Sherzhen)  Product            
Service Limited, This report shall not be altered, increased or deleted. The results shown in this test report refer
only to the sample(s) tested. Wthout w itten approval of Beide (Shenzhen) Product Service Limited, this test report  
shall  nat  be  copled  exceptin ful  and  published  as  advertisement.
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:Hong   Kong   Xiaomi   Packaging   Co.,Limitd

:Room  803,Chevalier  House,  45-51  Chatham 
Kowoon,  Hong  Kong

Manufacturer  :  Same  As  Holder
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Note:
1.  mg/kg  =   miligram  per  kilogram.
2.   MDL=   Method   Detection   Limit.
3.   N.D=   Not   Detected   (<MDL)

Description  of  Specimert  A=   Paper,   B =   Paper,   C =   Paper

This  report  is considered  invalidated without the Special Seal for  Inspection of the  Beide  (Shenzhen)  Product
Service   Limited, This report shall not be altered,  increased  or deleted. The results shown  in this test  report   refer     
only to the sample(s) tested. Without wr itten approval of Beide (Shenzhen) Product Service Limited, this test report  
shall  nat  be  copled  exceptin full  and  published  as  advertisement.

Belde  (Shenzhen)  Product  Service  Limited
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Test item Unit
Result

MDL
A B C

Bisphenol A(BPA) mg/kg N.D. N.D. N.D. 0.1

Test   Results:

Test  method with  reference  to  US  EPA  3550C:2007,  analysis was  performed  by  Llquid  Chromatograph  Mass  
Spectrometer   (LC-MS)
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